
Chemical Composition Standard Specimen
Appearance Clear and transparent Clear and transparent

APHA ≤50 15

Mg(KOH)/g ≤0.30 0.03

Moisture ≤0.10 0.029

Viscosity 70-110 91.3

Ester content ≥97% 97.5%

Methanol test Clear and transparent Clear and transparent

Conclusion PASS

Product Name Trimethylolpropane triacrylate(TMPTA)
CAS No. 15625-89-5
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