
Product Name Zinc carbonate basic
CAS NO CAS 5263-02-5

QUSNTITY
BATCH NO

MANUFACTRE DATE
REPORT DATE

Chemical Composition Standard Specimen
Appearance White powder White powder

Main content (Zn, dry basis) ≥57.5 57.5
Ignition loss 25.0-28.0 26.6

Heavy metal (Pb)% ≤0.04 0.0020
Water% ≤2.5 2.0

Sulfate(SO4)% ≤0.60 0.50
Fineness (through 74um slft net) ≥95.0 99.5

Cadmium content (Cd)% ≤0.10 0.0025
Conclusion The result conform with standard

ОБЩЕСТВО С ОГРАНИЧЕННОЙ
ОТВЕТСТВЕННОСТЬЮ “ГАРАНТЭКСПОРТ”
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